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We now examine how our system generates THz power many
orders of magnitude more efficiently than a more conventional
(non-relativistic) THz source®. The diagram in Fig. 1 shows the two
processes for comparison. In both cases, a short light pulse from a
mode-locked laser strikes a GaAs wafer, generating charge carriers.
Thus the number of radiating charges should be comparable (same
order of magnitude) for both cases. We can therefore compare the
power produced per electron, and use Larmor’s formula®® for the
radiated power P, In c.g.s. units it takes the form
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where eis the charge, ais the acceleration, cthe speed of light and g
is the ratio of the mass of the electron to its rest mass. With all factors
except g the same, we see from equation (1) that for our case the
power radiated by a relativistic electron exceeds that from a
conventional THz emitter by a factor of g*~ 214" 2£10% In
practice, the electron energy can be significantly larger, but this
simply adds intensity at higher frequencies and leaves the low-
frequency (THz) intensity essentially unchanged.

We mention again that both cases benefit from multiparticle
coherent emission, as many radiating charges are contained physi-
cally within one period of the emitted THz radiation. Theoretically,
the more general expression for the power emitted by an electron
bunch, as a function of frequency (q) and solid angle (Q), is derived
by extending the classical theory of electrodynamics®® for a single
electron, to a system of N electrons, thus****;
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where b is the ratio of the velocity of the particle bunch to the
velocity of light, iNs a unit vector along the direction of propagation
(to the observer), r(t) is the location of the electron bunch centre,
and N is the number of particles in the bunch. The term N2 (q)
represents the coherent enhancement, and includes the form factor
f(q) which is the Fourier transform of the normalized longitudinal
particle distribution within the bunch; that is,
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where §2) is the distribution function for particles in the bunch,
measured relative to the bunch centre.

A practical solution to the second major term in equation (2) has
been presented in ref. 29. For the present calculations (Fig. 2), we
assume 40-MeV electron bunches each carrying 100 pC of charge,
passing through a 1-m-radius bend at a 37.4-MHz repetition rate.

For simplicity, we assume that each bunch has a gaussian particle
distribution of width j, yielding a gaussian form factor:
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where [ is the wavelength of the light at frequency g. The bunches
are not strictly gaussian in practice, but this approximation is useful
for estimating the overall power and spectral content. The electron
beam had an r.m.s. width and height of 1 mm. Given a natural
emission angle, 1.66(/ /r)*® of 0.11 rad at 1 THz, where r is the
bending radius, the diffraction-defined source size was of the order
of the electron beam size, and the emitted radiation had an
extremely high degree of transverse spatial coherence. This allows
for interferometry by a simple form of wavefront division®.

In our experiments using the ERL THz source, the electrons were
generated using the frequency-doubled output of a Nd:YLF laser
(model Antares, made by Coherent) operating at, or a sub-multiple
of, 74.8 MHz, and with an average power of a few watts. Light of
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Figure 2 Calculations of the average power emitted by ahEdmaisource at
2,000K (dashed line), the NSLS VUV ring at Brookhaven National Labora
and the Jefferson Laboratory (JLab) ERL (solid line). The NSLS was calcu
current of 800 mA and 90 mrad (vertical) by 90 mrad (horizontal) collection
was calculated for 500-fs FWHM, 100-pC bunches at a repetition rate of 37
average current of 3.7 mA) and 60 mrad (vertical) by 60 mrad (horizontal)
increased power of the JLab ERL in the THz range is clear. We also note
calculation assumes that the ERL has an average current of 3.7 mA com
800 mA at the NSLS, Brookhaven, so that in the incoherent regime the N
3.7" 216 times the power pet trilowever, in the THz spectral range (wh
JLab ERL emits coherently and the NSLS does not) thefERF tiams.the
power of the NSLS.

wavelength 530 nm was incident on a negative electron affinity Cs-
coated GaAs cathode. The resulting photoelectrons were accelerated
using a d.c. voltage of 300kV into a superconducting linac, and
accelerated to an energy of 40 MeV. Although the electrons are
initially emitted from the cathode with a pulse length of , 40 ps full-
width at half-maximum, they become tightly bunched in the
accelerator to pulse lengths less than 1 ps. After passing through
the accelerator system, the electrons are decelerated in the same
linac to an energy of 10 MeV before reaching the beam dump, thus
recovering most of the beam energy. This energy recovery allows
average current of up to 5mA and electron bunches containing up
to 135pC, using an r.f. system nominally capable of accelerating
only 1.1 mA beam current.

The ERL THz radiation was extracted from a dipole magnet of
1m bending radius immediately before the FEL cavity, the latter
being unimportant for these experiments. For the total power
measurements, the radiation left the accelerator vacuum chamber
through a 10-mm-aperture diamond window subtending an angle
of 20 £ 20 mrad relative to the source point. The emerging beam
was focused onto a calibrated LiTaO3 pyroelectric detector, cali-
brated with equipment traceable to NIST. This detector had a nearly
flat response (J25, Molectron) out to THz wavelengths owing to a
black organic coating, and a nominal responsivity of 8.83VJ?!
(£2%).

The spectral content of the ERL THz radiation was analysed using
a rapid-scan Michelson interferometer (Nexus 670, Nicolet) with a
silicon beamsplitter. The light was detected using a 4.2 K bolometer
(Infrared Laboratories) with a 2mm £ 2mm boron-doped Si
composite element, fed from a 12-mm-diameter f/4 Winston
cone. It was fitted with a black polyethylene filter to ensure no
radiation above 600 cm?* was detected. The diamond window on
the accelerator was replaced by a larger crystal-quartz window to
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Figure 3 Comparison between measured (solid line) and calculated (dashe@HE) 4figasured THz intensity as a function of beam current (square sym
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spectral intensity. We also show a curve calculated for a bunch length of 50818 RFjic dependence expected for coherent emission (solid line). We note that n ou
reasonable for the machine operating under the conditions of the experlm&ﬁpmwe were able to observe considerable changes in spectral weight dependin
scaled the data to ®t the theory on the basis of the absolute power measuf¥hfREt R conditions, and we were able to enhance certain spectral regions in a

spectral onset of the super-radiant enhancement on the high-frequency sidf@T{"Qkeshy

seen, with the shape matching the theoretical prediction. Note that there is"?sBYEFY gaussian. This accounts for the large error bars.
discrepancy on the lower-frequency side owing to diffraction effects. This can be

understood in the following way. Af 1@achwith afi17 beam, the diffraction-

limited source size is 17 mm, almost the same as the extraction dptitheAt 1 cm

diffraction-limited source size would, at 170 mm, be more than 3 times largBiof&is #e dependence of the intensity on the square of the number
vacuum chamber containing the electron beam. Note also the additional p@4kRarticles per bunch from equation (2). In Fig. 4 we plot the
60 cri &, which we attribute to the non-gaussian nature of the electron bundAtg@raied intensity as a function of bunch charge, which shows
measured the intensity, not ®eld, of the emitted light, we were unable to dge@giagreement with the theoretical NZ curve.

uniquely the electron density distributions, but this might be possible in futureFinally, we measured the polarization of the emitted THz radi-

experiments using coherent detection.

increase the energy collection to 60 £ 60 mrad. A spherical mirror of
80 cm focal length produced a 48-mm-diameter collimated beam
compatible with the interferometer optics. A switching mirror
allowed a remote choice of source, namely the THz energy from
the accelerator, or a T~ 1,300K thermal reference source (see
below).

For the spectroscopy experiments, the analysis and detection
system did not have sufficient dynamic range to cover the seven
decades in power difference between the two sources. But as
mentioned earlier, the ERL THz source could be run at a precisely
defined lower repetition rate. In this way we could reduce the
average power without changing the spectral content. We chose to
make measurements at 584 kHz, instead of 37.4 MHz, and at a
charge per bunch of 34 pC instead of 100 pC, thereby reducing the
ERL THz power by a factor of {.34 £ 1051=.584 £ 103f} £ .100=34F;
or approximately 550.

We have another reference point for determining the absolute
power, as we were able to switch sources from the ERL THz emission
port to a 1,300K thermal source (the spectrometer’s standard
‘globar’ source). This allowed us to measure the relative power
using the same spectrometer and detection system. At a frequency of
12 cm? * we obtained a ratio of intensity from the ERL THz source to
that of the globar of 2 £ 10*. To compare with the calculation, we
multiply the results for the THz source by the reduction factor of
550, as discussed earlier. This implies a measured advantage of the
ERL THz source over the globar of 10°. The calculation predicts an
enhancement of 0:6=.6.£ 10?8t~ 10”: The data are shown in Fig. 3,
and the result affirms the large ERL THz power. The level of
agreement is somewhat surprising, as our simple arguments have
ignored diffraction and detection efficiency. In fact, owing to
uncertainties in the absorbance of the detector coating in the THz
region, the reported data place a lower bound on the power
measurement.

One additional property of super-radiant emission from elec-
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ation. The intensity ratio for the horizontal to vertical polarization
components is 3 for synchrotron radiation in the long-wavelength
limit. This assumes full collection of the emitted radiation. We note
that the dominant intensity is near 30 cm? %, which has a natural
opening angle of 86 mrad. As the emission pattern is ‘clipped’ by the
60-mrad collection optics, the calculated ratio is expected to be
higher, approaching a value of 6. Using a wire-grid polarizer placed
between the Michelson modulator and the detector, we measured a
ratio of 5 and consider this to be good agreement.

We have produced broadband, high-brightness, THz radiation
with close to 1 W per cm? * of average spectral power density into
the diffraction limit, and peak spectral power densities about 10
times higher than this. However, one area of concern remains—the
question of timing jitter and current fluctuations, and their effect on
coherent detection and signal to noise ratio. As energy-recovery
linac THz sources are being considered for other applications, some
of which involve timing, it is important to evaluate timing jitter and
current fluctuations. We have made preliminary measurements
using a frequency analyser, and plan further detailed studies. [
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Ferromagnetism of a graphite nodule

from the Canyon Diablo meteorite
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There are recent reports of weak ferromagnetism in graphité
and synthetic carbon materiafs such as rhombohedral G

(ref. 4), as well as a theoretical prediction of a ferromagnetic

instability in graphene sheets With very small ferromagnetic
signals, it is dif®cult to be certain that the origin is intrinsic,
rather than due to minute concentrations of iron-rich impurities.

magnetization. The remainder is somehow associated wi
graphite, corresponding to an average magnetization ¢
0.05 Bohr magnetons per carbon atom. The magnetic orderin
temperature is near 570 K. We suggest that the ferromagnetism
a magnetic proximity effect induced at the interface with mag
netite or kamacite inclusions.

Many carbon-based ferromagnets order magnetically below 20 K
(refs 6, 7), but the recent study* of polymerized rhombohedral Cg
found a Curie temperature, T¢, of about 500 K and a spontaneous
magnetization j s~ 0:09 Am?kg?!: An extensive study of graphite
samples of different provenance® suggested an intrinsic origin for
the ferromagnetism, although the spontaneous magnetization at
room temperature did not exceed 0.003 Am?kg? . Another intri-
guing report is that ferromagnetism with j .~ 0.02 Am?kg?* may
coexist with superconductivity in the graphite-sulphur system®. To
put the weakness of the ferromagnetism in perspective, carbon with
a ferromagnetic moment of 1 Bohr magneton (ng) per atom would
have js~ 465Am?kg?®; and a corresponding polarization
X~ 1.27T. It seems that either a tiny fraction of the carbon atoms
participate in the magnetism of these materials, or the carbon
moment is remarkably weak (, 102 mg). An exception is amor-
phous carbon prepared by direct pyrolysis®, which in one case® was
reported to have a room-temperature magnetization of
9.2Am?kg?!, or 0.02ny per carbon. We have reproduced this
result, but find iron in the form of micrometre-sized oxide particles
dispersed throughout the carbon.

The impact some 50,000 years ago of the 50,000-tonne Canyon
Diablo meteorite at a relative velocity of about 20kms?* was a
cataclysmic event, which created a crater of diameter 1.3km in the
Arizona desert. Canyon Diablo is classified as a silicate-bearing 1AB
iron'***, The origin of this group is puzzling, but it may have
involved catastrophic mixing of the molten iron core of an asteroid
in a collision with a chondritic body in the first few million years of
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Figure 1 The Canyon Diablo graphite nodule at increasing magni®dagiwhs.
polished section of the whole nodule, showing interconnecting veinsggiikamacite (Fe
in the graphite matopBackscattered electron image of graphite lightly peppered with

Here we take a different experimental approach to study ferro- tiny nuggets of kamacite (bright “ecks) and traversed by thin, subparallel v
magnetism in graphitic materials, by making use of meteoritic iron (pale grey). A partially oxidized kamacite vein (bottom right) contains
graphite, which is strongly ferromagnetic at room temperature. of cliftonit& a variety of graphite comprising radiating clusters of crystallites
We examined ten samples of extraterrestrial graphite from ato have grown by exsolution from carbon-rich metalgriRedelited polarized li
nodule in the Canyon Diablo meteorite. Graphite is the major image of polished graphite showing three distinct forms: A, a continuous

eins of oxidized

black inclusions
that appear

ght

border of

phase in every sample, but there are minor amounts of magnetite cliftonite surrounding an embayed nugget of kamacite, B, a large buckled plate of graphite

kamacite, akagaAee, and other phases. By analysing the phase(pale gold), and C, a poorly polished, felted mass of graphite crystallites. |
composition of a series of samples, we ®nd that these iron-richinclusion in metal at the same dcBlackscattered image of graphite with em
minerals can only account for about two-thirds of the observed iron-rich inclusions, possibly magnetite, down to 50 nm in size.
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